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GIS Global Quality Management Systemn Referenco D3-GIS-01-PCA-02
Version 1
T EST Wi TN ES S | NG Date ”;’VZB/September/ZO'lﬁ
R E P O RT Author JC. Reyes
Approved by M. Martinez
PCA Centract: Nigeria Date: 08/07/2019

Reference No: R-1806/02741

Applicant: Gypman Tech Co.,Ltd.

Reference Standard: ASTM C1396/C1396M-14a

l. Testing Laboratory / Factory Information:

Name: Gypman Tech Co.,Ltd.

Address: 888 Village no.6 Sub-district Wang Po District Nong Bua Province Nakorn Sawan

Tel: +66(0)885 791 391 Fax: -

Contact Person: Ao Tayy sy (088-5791391)

. Product Information:

Product Description: Gypsum Board

Brand: GM Gypsum

Medel: 1) 9mmx1 200mmx2400mm(!\/§0isture.fmﬁgﬁ)
2) 9mmx1200mmx2400mm(General/assien)
3) 9mmxi220mmx2440mm(Moisturefwf’uyu)
4) 9mmx1220mmx2440mm(General/ss suan)
5)12mmx1200m mx2400mm(NEoisture/m:.%u)
8) 12mmmx 1200mmx2400mm{General/s3sum)
7)12mmx1220m mx2440mm(l\ﬁoisture/wu§u)
8)12mmx1220mmx2440mm{General/asiua1)

Manufacturer's Name: Gypsum Tech Co. Ltd.

Ill. Test Witnessing Checklist

Checklist Yes No
Laboratory quality manual g
Documented testing procedures v
Log book or worksheets for recording testing resuits o P
Calibration and maintenance plan of the control and measuring equipment v
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GIS Global Quality Management System Reference | D3-GIS-01-PCA-02
Version 1
TEST WITNESSING Date 26/September/2016
RE po RT Author JC. Reyes
Approved by M. Martinez
Calibration results of the control and measuring instruments used in the test witnessing v
(refer to below Table of details) i
Qualification and training records of the Test Engineer/Technician conducting the test. v
ltemn No. Description of Test and Measuring Instrument Calibration Certificate No. Validity date
1 OVEN (GM-T-009} SPR 19030112-7 13/03/2019-
13/03/2020
2 OVEN (GM-T-007) SPR19030112-8 13/03/2019
13/03/2020
3 UNIVERSAL TESTIING MACHINE TS160049 | SPR19030112-5 13/03/2019
(GM-1-012) 13/03/2020
4 WEIGHT SCALE (GM-T-021) FCB1002 13/03/201%9
13/03/2020
5 MICROMETER GM-T-025 (INTERNAL) NA
6 STEEL TAPE GM-~T-038 (INTERNAL) NA
7 DIAL GAUGE GM-T-031 {INTERNAL) NA
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(IS Global Quality Management System Reference

D3-GIS-01-PCA-02

TEST WITNESSING  [oe— |sisesmioans
REPORT Author JC, Reyes
Approved by . Mariinez
IV. Witnessed Tests (as per reference standard):
1. Gypsum board 9mmX1200mmX2400mm {(Moisture)
Test gmmx1i200mmx2400mm{Moisture} Standard Reference Test Remarks
No. Test Description Clause / Limits Result | (Pass ! Fail)

1 Flexural Strength
#longitudinal direction (MD} =343 N 379N Pass
#Transverse direction (CD) =116 N 161 N Pass

2 Hardness =49 N 133N Pass

3 Naif pull resistance 2249 N 268 N Pass

4 Squarenass +3 mim 1 mm Pass

5 Recessed edge (depth} 0.51 mm| 2.29 mm 1.68 mm | Pass
Recessed edge (width) - | - 40 mm

6 Nominal thickness £0.4 mm 9 mm Pass

7 Width 1197 | 1203 1200 mm | Pass

8 Length 2394 | 2406 2400 mm | Pass

9 Callper Rang < 0.8 mm 0.16 mm | Pass

i0 Water Reslstance 5%

RENMARKS:

ASTM C1396/C1396M-14a Speclfication{9.5mm)

Laboratory/Factory Representative SG8 Representative

Name: Name:

Designation: Designation:

Signature: Signature:

Date: Date:
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GIS Global Quality Management Sysfem Reference D3-GIS-01-PCA-02
Version ) 1 )
TEST WITNESSING Date 26/September/2016
REPORT Author JC. Reyes
Approved by M. Martinez

Witnessed Tests (as per refarence sfandard).

3. Gypsum board 9mmx1220mmx2440mm (moisture)

Test Standard Reference Test Remarks

No. Test Description Clause / Limits Result | (pags / Fail)

1 Flexural Strength
#Longitudinal direction (MD) 2343 N 387 N Pass
#Transverse direction (CD) =116 N 159 N Pass

2 Hardness =49 N 133N Pass

3 Nail pull resistance =249 N 268 N Pass

4 Squareness +3 mm 1 mm Pass

5 Recessed edge (depth) 0.51 mm| 2.29 mm 1.68 mm | Pass
Recessed edge (width) - | - 40 mm

6 Nominatl thickness 0.4 mm 9 mm Pass

7 Width 1217 | 1223 1220 mm | Pass

8 Length 2434 | 2446 2440 mm | Pass

9 Caliper Rang < 0.8 mm 0.07 mm | Pass

10 Water Resistance =5 %

REMARKS:

ASTM C1396/C1396M-14a Specification(9.5mm}

Laboratory/Factory Representative SGS Representative

Name: Name:

Designation: Designation:

Signature: Signature:

Date: Date:
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GIS Global Quality Management System Reference D3-GIS-01-PCA-02
Version !
TEST WITNESSING Date 26/September/2016
REPORT Author JC. Reyes
Approved by . Martinez
Witnessed Tests (as per reference standard).
2. Gypsum board 8mmx1200mmx2400mm
Test Smmx1200mmx2400mm Standard Reference Test Remarks
No. Test Description Clause / Limits Result | (Pass / Fail)
1 Flexural Strength
#Longitudinal direction (MD) =343 N 380 N Pass
#Transverse direction {CD} =116 N 181 N Pass
2 Hardness =49 N 127 N Pass
3 Nail pull resistance =249 N 284 N Pass
4 Sguareness +3 mm 0 MM Pass
5 Recessed edge (depth) 0.51 mm} 2.29 mm 1.6 mm | Pass
Recessed edge (width} - i - 40 mm
6 Nominal thickness 0.4 mm 9 mm Pass
7 Width 1197 | 1203 1200 mm | Pass
8 Length 2394 | 2406 2400 mun | Pass
9 Caliper Rang < 0.8 mm 0.16 mm | Pass
10 Water Resistance - - -
REMARKS:
ASTM C1396/C1396M-14a Specification(9.5mm)
Laboratory/Factory Representative SGS Representative
Name: Name:
Designation: Designation:
Signature: Sighature:
Date: Date:
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GIS Giobal Quality Management System Reference D3-GIS-01-PCA-02
Version T .
TEST WITNESSING Date 26/September/2016
RE PO RT Author JC. Reyes
Approved by M. Martinez
Witnessed Tests (as per reference sfandard):
4. Gypsum hoard 9mmx1220mmx2440mm
Test Standard Reference Test Remarks
No. Test Description Clause / Limits Result | (Pass / Fail)
1 Flexural Strength
#Longitudinal direction (MD) =343 N 382 N Pass
#Transverse direction {CD) =116 N 158 N Pass
2 Hardness =49 N 127 N Pass
3 Nail pull resistance =249 N 284 N Pass
4 Squareness +3 mm 0 mm Pass
5 Recessed edge {depth) 0.51 mm] 2.29 mm 1.60 mm | Pass
Recessed edge {width) - | - 40 mm
6 Nominal thickness 0.4 mm 9 mm Pass
7 Width 1217 | 1223 1219 mm | Pass
8 Length 2434 | 2446 2441 mm | Pass
9 Caliper Rang < 0.8 mm 0.07 mm | Pass
10 Water Resistance - - -
REMARKS:
ASTM C1396/C1396M-14a Specification{%.5mm)
Laboratory/Factory Representative 5GS Representative
Name: Name:
Designation: Designation:
Signature: Signature:
Date: Date:
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G118 Global Quality Management System Reference D3-GIS-01-PCA-02
Version 1 )
TEST WITNESSING Date 26/September/2016
REPORT Author JC. Reyes
Approved by M. Martinez
Witnessed Tests (as per reference standard):
5. Gypsum board 12mmx1200mmx2400mm (Moisture)
Test Standard Reference Test Remarks
No. Test Description Clause / Limits Result | (pass / Fail)
1 Flexural Strength
#Longitudinal direction (MD) 476 N 515N | Pass
#Transverse direction (CD} 2160 N 200 N Pass
2 Hardness 249 N 101 N Pass
3 Nail pull resistance =343 N
4 Squareness 3 mm 0 mm Pass
5 Recessed edge (depth) 0.51 mm} 2.29 mm 1.35 mm | Pass
Recessed edge (width) - i - 38 mm
6 Nominal thickness +0.4 mm 12 mym | Pass
7 Width 1197 | 1203 1200 mm | Pass
8 Length 2394 | 2406 2400 mm | Pass
9 Caliper Rang < 0.8 mm 0.15 mm | Pass
10 Water Resistance <5 %
REMARKS:
ASTM C1396/C1396M-14a Specification(12.7mm)
Laboratory/Factory Representative SGS Representative
Name: Name:
Designation: Designation:
Signature: Signature:
Date: Date:

HARD COPIES ARE CONSIDERED UNCONTROLLED COPIES
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G1S Global Quality Marragement System Reference D3-GiS-01-PCA-02
Version T
TEST WITNESSING Date 26/September/2016
REPORT Author JC. Reyes
Approved by M. Martinez
Witnessed Tests (as per reference standard):
& 6. Gypsum board 12mmx1200mmx2400mm
Test Standard Reference Test Remarks
: No. Test Description Clause / Limits Result (Pass / Fail)
1 Flexural Strength
#Longitudinal direction (MD) =476 N 499 N Pass
#Transverse direction {CD) =160 N 207 N Pass
2 Hardness =49 N 102 N Pass
3 Nail pufl resistance =343 N
4 Squareness +3 mm 1 mm Pass
5 Recessed edge (depth) 0.51 mm] 2.29 mm 1.05 mm | Pass
Recessed edge (width) - | - 38 mm
6 Nominal thickness 0.4 mm 12 mm Pass
EQ 7 Width 1197 | 1203 1220 mm | Pass
; 8 Length 2394 | 2406 2440 mm | Pass
E 9 Caliper Rang < 0.8 mm 0.18 mm | Pass
%_ 10 Water Resistance - - -
REMARKS:
& ASTM C1396/C1396M-14a Specification(12.7mm}
Laboratory/Factory Representative SGS Representative
Name: Name:
Designation: Designation:
Signature: Signature:
Date: Date:
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GIS Global Quality Management System | Reference D3-GIS-01-PCA-02
Version T
TEST WITNESSING Date 26/September/2016
REPORT Author | JC. Reyes
Approved by M. Mariinez
Witnessed Tests (as per reference standard):
7. Gypsum board 12mimx1220mmx2400mm (Moisture)
Test Standard Reference Test Remarks
No. Test Description Clause / Limits Result | (pags / Fail)
1 Flexural Strength
#longitudinal direction (MD) 2476 N 511N Pass
#Transverse direction (CD) =160 N 195 N Pass
2 Hardness =49 N 101N Pass
3 Nail puil resistance =343 N
4 Squareness £3 mm 0 mm Pass
5 Recessed edge (depth) 0.51 mmj 2.29 mm 1.35 mm | Pass
Recessed edge (width) - ] - 38 mm
6 Nominal thickness +0.4 mm 12 mm | Pass
7 Width 1217 | 1223 1220 mm | Pass
8 Length 2434 | 2446 2440 mm | Pass
9 Caliper Rang < 0.8 mm 0.15 mun | Pass
i0 Water Resistance <5 %
REMARKS:
ASTM C1396/C1396M-14a Specification(12.7mm)
Laboratory/Factory Representative 5GS Representative
Name: Name:
Designation: Pesignation:
Signature: Signature:
Date: Date:
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GIS Global Quality Management System Reference D3-GIS-01-PCA-02
Version 1
TEST WITNESSING Date 26/September/2016
REPORT Author JC. Reyes
Approved by M. Martinez
Witnessed Tests (as per reference standard):
8, Gypsum board 12mmx1220mmx2440mm
Test Standard Reference Test Remarks
No. Test Description Clause / Limits Result | (pags / Fail)
1 Flexural Strength
#Longitudinal direction (MD) >476 N 521 N Pass
#Transverse direction (CD}) =160 N 207 N Pass
2 Hardness =49 N 102 N Pass
3 MNail pult resistance =343 N N
4 Squareness +3 mm 1 mm Pass
5 Recessed edge (depth) 0.51 mmj 2.29 mm 1.05 mm | Pass
Recessed edge {width) - | - 38 mm
6 Norninal thickness 0.4 mm 12 mm Pass
7 Width 1217 | 1223 1220 mm | Pass
8 Length 2434 | 2446 2440 mm | Pass
9 Caliper Rang <0.8 mm 0.18 mm | Pass
10 Water Resistance - - -
REMARKS:

ASTM C1396/C1396M-14a Specification(12.7mm)

Laboratory/Factory Representative SGS Representative

Name: Manachai Pungpeng Name:
Designation: Inspector Designation:
”éignature: Manachai Pungpeng Signature:
Date: 08/07/2019 Date:

HARD COPIES ARE CONSIDERED UNCONTROLLED COPIES
The latest revision of this document is the one available and approved in the QMS software
Template revision date: 4 August 2016 (v3)






