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ANALYSIS CERTIFICATE

THIS IS TO REPORT THAT in accordance with the instruction received from Gypman Tech Co., Ltd., we attended at the plant of 
Gypman Tech Co., Ltd. located at Nakornsawan province on May 11 - 13, 2023 in order to carry out a witness of the analysis of 
Gypsum boards (GM, GM EASTBERG)

Description of Consignment

  Regular Gypsum Board 12 x 1220 x 2440 

Sample

The client’s randomly selected 1 piece (already selected when SGS Thailand arrive) of the above consignment in order to provide 
the representative samples in each dimension. A sample was then sent to applicant’s laboratory for physical test.

Witness Analysis Results

The specimens taken from a stack waiting for shipment were submitted to the manufacturer laboratory for testing under the witness
of SGS. The analysis results are as the following:-

 Type/Size: Regular Gypsum Board 12 x 1220 x 2440  

Parameter ASTM C 1396
Specification

Test result
Average

Widths ± 3 1220

Lengths ± 6 2440

Thickness ± 0.4 12.06

Squareness ± 3 1

Edge Taper Width 40 – 80 53 56

Edge Taper Depth 0.51 – 2.29 1.37 1.48

Parameter ASTM C 1396
Specification

Test result
Average

Unit

Flexural strength

 Longitudinal direction (MD)       

 Transverse direction (CD)        

≥ 489

≥ 178
577.7

251.9

N.

N.

Nail pull - resistance ≥ 356 399.0 N.

Edge Hardness ≥ 49 121.7 N.

Sagging ≤ 10 0.01 mm.
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(  www.sgs.com/en/Terms-and-Conditions.aspx  ). Attention is drawn to the limitations of liability,
indemnification and jurisdictional issues established therein. 
This document is to be treated as an original within the meaning of UCP 600. Any holder of this
document is advised that information contained hereon reflects the Company’s findings at the
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According to the above results, samples were tested and found to be within specification stipulated to “ASTM C 1396” Standard 
Specification for Plaster board.

The sample(s) to which the findings recorded herein (the “Findings”) relate was(were) drawn and / or provided by the Client or by a third party 
acting at the Client’s direction. The Findings constitute no warranty of the sample’s representativeness of any goods and strictly relate to the 
sample(s). The Company accepts no liability with regard to the origin or source from which the sample(s) is/are said to be extracted

                                                                                              
SGS (THAILAND) LIMITED

SJ/SM
Inspector Name: Mr. Suchart P.
Any holder of this document is advised that information contained hereon is limited to the visual examination of the safely and readily accessible portions of the 
consignment only. Due to the nature of the cargo and limited access during inspection, items not recorded in the above description may be present.
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